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Toughness, Lightweight &
Ease of Processing

•Hybrid plastics bridge the differences between ceramics and polymers

Hybrid Inorganic/Organic Polymers

Polymers

Ceramics

HYBRID
PROPERTIES

Goal:  Develop High Performance Polymers that REDEFINE material properties
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Anatomy of a POSS Nanostructure

Thermally and chemically
 robust hybrid

 (organic-inorganic) framework.

Precise three-dimensional structure for molecular level 
reinforcement of polymer segments and coils.

Nanoscopic in size with an 
Si-Si distance of 0.5 nm

and a R-R distance of 1.5 nm.

Nonreactive organic 
(R) groups for 

solubilization and 
compatibilization.

May possess one or more 
functional groups suitable for 

polymerization or grafting.



1414thth European Symposium on Fluorine Chemistry,  European Symposium on Fluorine Chemistry, PoznaPoznaññ, Poland, Poland
July 15, 2004July 15, 2004 55DISTRIBUTION A: Approved for public release, distribution unlimitedDISTRIBUTION A: Approved for public release, distribution unlimited

Fluorinated Ball/Nanospheres

Fluorinated Fullerene  (C60F48)

Troyanov, S. I.; Troshin, P. A.; Boltalina, O. V.;
Ioffe, I. N.; Sidorov, L. N.; Kemnitz, E. Angew.

Chem., Int. Ed. Engl. 2001, 40, 2285.

Perfluoro-deca-B-methyl-
para-carborane

Herzog, A; Callahan, R. P.; MacDonald, C. L.
B.; Lynch, V. M.; Hawthorne, M. F.; Lagow, R.

J. Angew. Chem., Int. Ed. Engl.  2001, 40,
2121.
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NanoTeflons

Fluorinated Carbon Nanotubes and Nanofibers
Hayashi, T.; Terrones, M.; Scheu, C.; Kim, Y. A.; Ruhle, M.; Nakajima, T.; Endo, M.
Nano Lett. 2002, 2, 491.
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RSiX3 acid or base hydrolysis
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Blendables

Resin

Incompletely condensed cages Brown, Feher, AFRL, Hybrid Plastics

POSS Synthesis
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Synthesis using Synthesis using hydrosilylationhydrosilylation

Rf H Si
Cl

Cl
Cl Si

Cl

Cl
Cl

Rf

Si
OEt

OEt
OEt

Rf

+
"Pt"

HCOEt3

H Si
OEt
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Catalyst
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Hydrosilylation

Catalyst Result
Karstedt (Pt) No Reaction
H2PtCl6 No Reaction

RuH2(CO)(PPh3)3 < 50% Yield

RhCl(PPh3)3 ~ 50% Yield

Yield based on methylene to vinyl proton ratio in 1H NMR.

Rf Si
OEt

OEt
OEt

Rf+ H Si
OEt

OEt
OEt Catalyst
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Hydrosilylation

Yield based on methylene to vinyl proton ratio in 1H NMR.

H2PtCl6 produces quantitative yield at high temperatures
with long reaction times in pressure vessel.

Rf H Si
Cl

Cl
Cl Si

Cl

Cl
Cl

Rf+
"Pt"
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Side Reaction

Rf

Si
OEt

OEt
OEt

Rf

+ H Si
OEt

OEt
OEt Catalyst

Si
OEt

OEt
OEt

Rf

+

Rf

+

Problem:
Dehydrogenative silylation product also gives vinyl peaks

in 1H NMR spectra
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FluoroPOSS Synthesis

Rf8T8

RfSiX3
OH- / H2O
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Rf = -CH2CH2(CF2)nCF3
n = 3,5,7

Cage mixtures can also be obtained by modifying solvent
systems.
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100% Fluorodecyl8T8

2929Si NMR of FluorodecylSi NMR of Fluorodecyl88TT88
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Isomers of Isomers of FluorodecylFluorodecylnnTTnn

Si

Si

O

O

Si

Si

Si

Si

O

O

O

O

Si
O

Si

O

O
O

O
O

R R

R

R

R

R

R R

Si

Si

Si
Si

O
O

O O
O

O

O

Si
Si

Si
Si

Si

O

O

O
O

O

O

O

R
R

R

R

R

R
R

R

R

R

Si

O

Si
Si

Si

Si

Si

Si

Si

Si Si

O

O O
O

O

O

O

O

O

O

O

O
O

OO

Si

O

R

R

R
R

R

R

R
R

R

R

RR
Si

O

Si

O

T8 (~91%)

T10 (~1%)
T12 (~3%)

R = -CH2CH2(CF2)7CF3

Si

O

O

Si Si

O

O

O

Si

O

O
O

R R

R

R

Si

Si
O

R

R

T6 (~5%)

MW = 3993.54



1414thth European Symposium on Fluorine Chemistry,  European Symposium on Fluorine Chemistry, PoznaPoznaññ, Poland, Poland
July 15, 2004July 15, 2004 1515DISTRIBUTION A: Approved for public release, distribution unlimitedDISTRIBUTION A: Approved for public release, distribution unlimited

3,3,3-Trifluoropropyl3,3,3-TrifluoropropylnnTTnn
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-100-80-60-40-2040 20 0 ppm

3jm1-43 TFPnTn Mabry 01-30-03 Current Data Parameters
NAME         TFPnTn.130
EXPNO                29
PROCNO                1

F2 - Acquisition Parameters
Date_          20030130
Time              12.24
INSTRUM           spect
PROBHD     5 mm QNP  1H
PULPROG          zgig30
TD                65536
SOLVENT           CDCl3
NS                 1900
DS                    4
SWH           23809.523 Hz
FIDRES         0.363304 Hz
AQ            1.3763061 sec
RG                16384
DW               21.000 usec
DE                 6.00 usec
TE                300.0 K
D1           8.00000000 sec
d11          0.03000000 sec

======== CHANNEL f1 ========
NUC1               29Si
P1                10.00 usec
PL1               -3.00 dB
SFO1         59.6214106 MHz

======== CHANNEL f2 ========
CPDPRG2         waltz16
NUC2                 1H
PCPD2            100.00 usec
PL2              120.00 dB
PL12              20.00 dB
SFO2        300.1312005 MHz

F2 - Processing parameters
SI                32768
SF           59.6273870 MHz
WDW                  EM
SSB                   0
LB                 1.00 Hz
GB                    0
PC                 1.40

-69.5 -70.0 -70.5 -71.0 -71.5 -72.0 ppm
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3,3,3-TrifluoropropylnTn
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Relative energy per silicon atomRelative energy per silicon atom
(kcal/mol) for the (kcal/mol) for the HHnnTTnn series series

For HnTn polyhedra
Pandey: J. Phys. Chem., 1998, 8704.

Increasing Stability
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Relative energy per silicon atomRelative energy per silicon atom
(kcal/mol) for the (kcal/mol) for the MethylMethylnnTTnn series series

Increasing Stability

For MenTn polyhedra Pandey: J. Phys. Chem., 2002, 1709.
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T18

There are 9 possible T18’s. 10-12 isomers are seen by GC-MS



1414thth European Symposium on Fluorine Chemistry,  European Symposium on Fluorine Chemistry, PoznaPoznaññ, Poland, Poland
July 15, 2004July 15, 2004 2020DISTRIBUTION A: Approved for public release, distribution unlimitedDISTRIBUTION A: Approved for public release, distribution unlimited

29Si NMR of HnTn:
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-90-89-88-87-86-85-84-83-71

T14T12T14T14T14T16 T14   T16   T14T8                T14 T14T12  T10T6

(5,5,5)(4,5,5)(4,5,6)(4,4,5)(4,4,6)(4,4,4)(3,4,4)

6 - (3,4,4) 
predict -72.5

8 - (4,4,4) 
-84.45

10 - (4,4,5) 
-86.26

4 - (4,4,5) 
-85.78

6 - (4,5,5) 
-87.89

2 - (4,4,6) 
-85.35

8 - (4,5,5) 
-88.10

8 - (4,5,5) 
-87.76

6 - (4,5,5) 
-88.03

2 - (5,5,5) 
-89.71

2 - (4,4,5) 
-85.76

4 - (4,5,6) 
-87.68
4 - (4,5,5) 
-87.95
2 - (5,5,5) 
-88.72

8 - (5,5,5) 
-89.27

The assignment for the T16 is likely but not definitive.  The T6 is unknown.

Agaskar: Inorg. Chim. Acta. Vol 229, 1995, p.355.
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Fluorodecyl8T8
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T8

R = -CH2CH2(CF2)7CF3

MW = 3993.54 g/mol
ρ = 1.95 g/mL (powder)

(-C10H4F17 = Fluorodecyl)

Cage mixtures can also be obtained by modifying solvent
systems.
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Gas Phase Model of Fluorodecyl8T8
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FluoroPOSS Crystals

Fluorohexyl8T8
“Platelet”

Fluorodecyl8T8
“Wedge”

Fluorooctyl8T8 “Parallelogram”

FluoroPOSS compounds crystallize in distinctly different shapes.  All
structures are triclinic.
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F3CF2CF2CF2CF2CF2CF2CF2CH2CH2C

CH2CH2CF2CF2CF2CF2CF2CF2CF2CF3

F3CF2CF2CF2CF2CF2CF2CF2CH2CH2C

F3CF2CF2CF2CF2CF2CF2CF2CH2CH2C CH2CH2CF2CF2CF2CF2CF2CF2CF2CF3

Crystal Packing

Rigid chains may be expected to extend out in all directions.
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Fluorohexyl8T8

ρ = 1.98 g/mL

Mw = 2393.33 g/mol

• Both H-F and Si-F contacts lead to the increased packing efficiency.
• Si atoms in POSS cage line up with fluorine atoms on 5th and 6th

  carbons in adjacent POSS fluorohexyl chains.
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Fluorooctyl8T8

ρ = 2.05 g/mL

Mw = 3193.45 g/mol

• Longer fluorooctyl chain allows additional H-F contacts on each
  side of POSS cage.
• Si atoms also line up with fluorine atoms on 5th and 6th
carbons in
  adjacent fluorooctyl chains.
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Fluorodecyl8T8

ρ = 2.09 g/mL

Mw = 3993.54 g/mol

• Si atoms in POSS cage line up with fluorine atoms on 3rd and 4 th

  carbons in adjacent POSS fluorodecyl chains.

• Decreased number of
  H-F contacts.
• Increased number of
  Si-F contacts.
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Fluorodecyl8T8

• Si atoms in POSS cage line up with fluorine atoms on 3rd and 4th

  carbons in adjacent POSS fluorodecyl chains.
• Inter- and intra-molecular Si-F contacts maximize crystal packing.
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Teflon-Like Fluorodecyl8T8

• Free space surrounds fluorophilic core.
• Inter- and intramolecular fluorocarbon chains distances
  are ~5.2  Å, similar to that of Phase II PTFE at -173 °C.

Holt, D. B.; Farmer, B. L. Polymer 40, 1999, 4673.
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Fluoroalkyl chains have a helix of 7/3.24 (2.16), virtually identical
to that of Phase II PTFE at 54/25 (2.16) or 13/6 (2.17).

Holt, D. B.; Farmer, B. L. Polymer 40, 1999, 4673.
Kerbow, D. L. In “Polymer Data Handbook”; Mark, J. E. Ed.;  Oxford University Press: New York, NY, 1999, pp 842-847.

Teflon-Like Fluorodecyl8T8
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Small Molecule vs. Protein X-Ray

Trace of fluorine atoms on one fluoroalkyl group of Fluorodecyl8T8.
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Density vs. Temperature

y = -0.0005x + 2.1448

R2 = 0.9985
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• Fluorodecyl8T8 density decreases as a rate of 5 x 10-4 g/mL/K.
• Extrapolated density at absolute zero is 2.145 g/mL.
• Reversible thermal transition between -75 and -80 °C.
• Density lower than PTFE (2.3), probably due to free space in core.

Teflon-Like Fluorodecyl8T8
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Teflon-Mimicking Summary

2.3 g/mL

54/25 (2.16)
or 13/6 (2.17)

~5.0 Å

~5.0 Å

Phase II Teflon
(below 19 °C)

2.1 g/mLDensity

7/3.24 (2.16)Chain Helix

~5.2 ÅIntermolecular
Chain Distance

~5.2 ÅIntermolecular
Chain Distance

Fluorodecyl8T8Property
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Drop of
H2O

POSS
 Coated
Surface

26°

40o Higher than PTFE

Ultrahydrophobic Nanoparticles

154° Contact Angle

• Ultrahydrophobic

• Improve the surface
properties of polymers
into which it is blended

154°
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Fluorodecyl8T8

• Electrostatic potential surface of fluorodecyl POSS crystal.
• The surface appears to form a bent conformation.
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Fluorodecyl8T8

Electrostatic potential surface of fluorodecyl POSS crystal
shows the negative area surrounding the fluoroalkyl chains
and the positive area surrounding the core.
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• Both H-F and Si-F contacts lead to the increased packing efficiency.
• Si atoms in POSS cage line up with fluorine atoms on 5th and 6 th

  carbons in adjacent POSS fluorohexyl chains.

Fluorohexyl8T8 and Fluorooctyl8T8

Fluorooctyl8T8
Fluorohexyl8T8
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Fluorooctyl8T8 and Fluorohexyl8T8

Fluorooctyl8T8

Fluorohexyl8T8

These compounds appear
to form a flatter surface
than the Fluorodecyl8T8.
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 Electrostatic Potential

• Unique molecules within unit cell line up together, maximizing
  fluorine interactions.
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Fluorodecyl8T8

Crystal packing maximizes positive-negative eletrostatic interactions.
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Fluorodecyl8T8

Inter- and intra-molecular Si-F contacts maximize crystal packing.
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Drop of
H2O

POSS
 Coated
Surface

26°

40o Higher than PTFE

Ultrahydrophobic Nanoparticles

154° Contact Angle

• Ultrahydrophobic

• Improve the surface
properties of polymers
into which it is blended

154°
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FluoroPOSS Contact Angles

• Fluorohexyl and Fluorooctyl POSS have similar water contact angles.
• Fluorodecyl8T8 contact angle is much higher.
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Possible Cause of Hydrophobicity

• Both surface chemistry and surface roughness contribute to
  hydrophobicity.
• Surface chemistry is similar for all FluoroPOSS compounds.

• Fluorohexyl and Fluorooctyl POSS have similar water
  contact angles.
• Fluorodecyl8T8 contact angle is much higher.

• Fluorohexyl and Fluorooctyl POSS have much flatter
  molecular surfaces.
• Fluorodecyl8T8 appears to have a rougher surface on a
  molecular scale.
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Density

Compound            Density (g/mL)
• PVDF   1.75-1.78
• PCTFE 2.08-2.19
• FEP 2.12-2.17
• PTFE 2.3-2.7

• Fluoropropyl POSS 1.59
• Fluorohexyl POSS (crystal) 1.86 (1.98)
• Fluorooctyl POSS (crystal) 1.88 (2.05)
• Fluorodecyl POSS (crystal) 1.95 (2.09)

Blended POSS fluoropolymers have higher than expected densities.
This may be due to POSS induced crystallite nucleation.
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Conclusions

• Fluorodecyl POSS chains can be viewed as PTFE models.
• Fluorodecyl POSS surface is ultrahydrophobic.
• Hydrophobicity may be caused by surface roughness.
• FluoroPOSS increase hydrophobocity of fluoropolymers into
  which they are incorporated.
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Summary

• Si-F and H-F contacts in crystals maximize packing density.
• Fluorodecyl POSS chains can be viewed as PTFE models.
• Bridges gap between small molecule and protein X-ray
  diffraction.
• Fluorodecyl POSS surface is ultrahydrophobic.
• FluoroPOSS increase hydrophobocity of fluoropolymers into
  which they are incorporated.
• FluoroPOSS act as a processing aid during fluoropolymer
  processing.
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AFM Image of Spin-Cast
Fluorodecyl8T8 Surface

AFM image of spin-cast surface shows micron scale roughness.
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Water Contact Angles

103°

114°

128°

FD8T8

100°

110°

108°

FO8T8

92°

97°

88°

No POSS

Amor. FEP

FEP

PCTFE

Polymer

Fluoropropyl POSS (FPnTn) 101°
Fluorohexyl POSS (FH8T8) 117°
Fluorooctyl POSS (FO8T8) 115°
Fluorodecyl POSS (FD8T8) 154°
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Contact Angle and Chain Length

Chain Length vs. Contact Angle
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